Niihama KOSEN /nter-field ' remendous Meeting
PHeEBXIcalE —toward our future mutual growth—
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Development of Self-Heating MgFe,O4 Prepared by Chemical Synthesis and Bead Milling

16:45-17:00 SHEGX (in English)
Development of Fine YzFesOq, Powder Having High Heat Generation Ability in AC Magnetic Field
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Stirring State of the Bonding Layer of the Jointed Aluminum Alloy by Friction Stir Welding
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17:50-18:05 Lz [E58 (in English)
Dimensionality Reduction Method for Gaussian Process Regression and Its Application
to Object Recognition Tasks
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